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Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon 
reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this 
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invalid.This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or 
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. If it is important for the test result, the environmental conditions are specified 
in the test result table. 
SGS applied shared risk decision rule. 
SGS does not verify authenticity of any Brand/Trademark of products. Buyers must check if the product is genuine with the Brand/Trademark owner directly. 
Turkish Accreditation Agency (TURKAK) is a signatory to the European co-operation for Accreditation (EA) Multilateral Agreement (MLA) and to the International Laboratory 
Accreditation Cooperation (ILAC) Mutual Recognition Arrangement (MRA) for the recognition of test reports. 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.  Unless further specified in an individual contract the sample(s) retention time is 30 
days.”  
In this Test Report tests marked (1) are included in the TURKAK Accreditation Scope of this Laboratory.  
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AHMETAL MAKİNE SANAYİ VE TİCARET LTD. ŞTİ. 

SELÇUKLU MAH. TİCARET BÖL. SOK. NO: 196 BOLVADİN-AFYONKARAHİSAR 

TEL:   0272 612 88 02 

FAX:   0272 612 88 02 

To the attention of Yusuf Pektaş 

 
The following sample(s) was (were) submitted and identified by/on behalf of the client as: 

Sample No. Sample Description 

A TIN COATED FRYING BASKET 

 

Client’s reference No. : TR  2703494-RV1 

Manufacturer : AHMETAL MAKİNE SANAYİ VE TİCARET LTD. ŞTİ. 

Sample Receiving Date : 19 September 2025 

Resubmit Date : 02 October 2025 

Test Performing Period : 19 September 2025~01 October 2025~02 October 2025 

   

Overall Conclusion : PASS 

Test Results : Please refer to the next page(s). 

Performed Test Summary: Selected test(s) as requested by client against Client’s performance standard. 
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Test Parameters Result 

Chemical tests A1 A2 A3 

Total Heavy Metals M M M 

 
Remarks M = Meets client’s requirement 

 F = Does not meet client’s requirement 

 I  = Inconclusive 

 * = No specified requirement 

Notes: Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s). 

 Residual sample can be returned to client if requested. 

 
The test results relate to the tested items only.  

Test reports without SGS seal and authorised signatures are invalid. 

 

                             Issued in Istanbul 

                             Signed for and on behalf of 

                             SGS Supervise Gözetme Etüd Kontrol Servisleri A.Ş. 

 

IN THIS REVISED-1 REPORT, TOTAL HEAVY METALS TEST METHOD WAS UPDATED  
BY THE REQUEST OF THE APPLICANT. OVERALL CONCLUSION WAS UPDATED ACCORDINGLY. 

 
THIS REPORT SUPERSEDES OUR REPORT NO: 2703494 DATED 01.10.2025 

 

RAVİYE MUTLU 

Customer Services Supervisor 

Bora Şirinbilek 

Hardline C&PC Testing Services Manager 

 
 

 
Component List / List of Materials for Chemical Test 
 
Sample No. Sample Description Material No. Component Material Colour 

A TIN COATED FRYING BASKET A1 Main Metal Silver 

A TIN COATED FRYING BASKET A2 Edges main Metal Silver 

A TIN COATED FRYING BASKET A3 Handle main Metal Silver 
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DGCCRF Fiche MCDA n°1 (V02 – 01/04/2017) “Aptitude au contact alimentaire des metaux et 
alliages”, Annexe I 

 

Total Heavy Metals¹ 

Test Method: With reference to DIN EN ISO 17294-2:2017 Analysis by ICP-MS. 

  Result (%) 
 CAS-No. A1 A2 A3 

Cadmium (Cd) 7440-43-9  n.d. n.d. n.d. 

Lead (Pb) 7439-92-1  n.d. n.d. 0.0012 

Arsenic (As) 7440-38-2  0.0014 0.0022 n.d. 

Conclusion  
 

Pass Pass Pass 

Note:  

n.d. = not detected 

Reporting Limit = 0.001% 

Permissible Limit = Pb: ≤0.05%, Cd: ≤0.01%, As: ≤0.03% 
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* * *  End of Test Report  * * * 
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